
BANG Printing

RE: Lead Testing

Brainerd, MN 56401

3323 Oak St.

Claude Neidlinger

Jerry Davies

Laboratory Supervisor

Enclosed are the results of analyses for samples received by the laboratory on 01/20/09 13:49. The samples 

contained in this report were analyzed according to the submitted Chain of Custody document.  If you have 

any questions concerning this report, please contact Brian Kiser, Quality Manager at (717) 540-0212.  

Elemental Research invites you to submit feedback, both positive and negative, so we may improve our 

management system and analytical testing services. You may do so by calling (717) 540-0212 or by email at 

feedback@elementalresearchlab.com.

Sincerely, 

28 January 2009



Project:

Project Number:

Project Manager:

Reported:

BANG Printing

3323 Oak St. Not Specified

Claude Neidlinger

Lead Testing

01/28/09 13:04Brainerd MN, 56401

Sample ID Laboratory ID Matrix Date Sampled

ANALYTICAL REPORT FOR SAMPLES

Date Received

Cover Coating Laminate 9000013-01 Paint/Surface Coatings 01/19/09 00:00 01/20/09 13:49

4c Process UV Cover Ink 9000013-02 Paint/Surface Coatings 01/19/09 00:00 01/20/09 13:49

4c Process Text Ink 9000013-03 Paint/Surface Coatings 01/19/09 00:00 01/20/09 13:49

PMS Text Ink 9000013-04 Paint/Surface Coatings 01/19/09 00:00 01/20/09 13:49

Binder Adhesive 9000013-05 Substrate 01/19/09 00:00 01/20/09 13:49

Text Paper 9000013-06 Substrate 01/19/09 00:00 01/20/09 13:49

Casemaker Adhesive 9000013-07 Substrate 01/19/09 00:00 01/20/09 13:49

Casemaker Board 9000013-08 Substrate 01/19/09 00:00 01/20/09 13:49

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.

Page 1 of 10



Project:

Project Number:

Project Manager:

Reported:

BANG Printing

3323 Oak St. Not Specified

Claude Neidlinger

Lead Testing

01/28/09 13:04Brainerd MN, 56401

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

Cover Coating Laminate

9000013-01 (Paint/Surface Coatings)

Total Metals in Paint and Surface Coatings

Lead ND ppm 10 9012302 01/27/09 01/27/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

BANG Printing

3323 Oak St. Not Specified

Claude Neidlinger

Lead Testing

01/28/09 13:04Brainerd MN, 56401

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

4c Process UV Cover Ink

9000013-02 (Paint/Surface Coatings)

Total Metals in Paint and Surface Coatings

Lead ND ppm 10 9012302 01/27/09 01/27/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

BANG Printing

3323 Oak St. Not Specified

Claude Neidlinger

Lead Testing

01/28/09 13:04Brainerd MN, 56401

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

4c Process Text Ink

9000013-03 (Paint/Surface Coatings)

Total Metals in Paint and Surface Coatings

Lead ND ppm 9 9012302 01/27/09 01/27/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

BANG Printing

3323 Oak St. Not Specified

Claude Neidlinger

Lead Testing

01/28/09 13:04Brainerd MN, 56401

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

PMS Text Ink

9000013-04 (Paint/Surface Coatings)

Total Metals in Paint and Surface Coatings

Lead ND ppm 8 9012302 01/27/09 01/27/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

BANG Printing

3323 Oak St. Not Specified

Claude Neidlinger

Lead Testing

01/28/09 13:04Brainerd MN, 56401

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

Binder Adhesive

9000013-05 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012301 01/27/09 01/27/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

BANG Printing

3323 Oak St. Not Specified

Claude Neidlinger

Lead Testing

01/28/09 13:04Brainerd MN, 56401

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

Text Paper

9000013-06 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012301 01/27/09 01/27/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

BANG Printing

3323 Oak St. Not Specified

Claude Neidlinger

Lead Testing

01/28/09 13:04Brainerd MN, 56401

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

Casemaker Adhesive

9000013-07 (Substrate)

Total Metals in Substrate

Lead ND ppm 10 9012301 01/27/09 01/27/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

BANG Printing

3323 Oak St. Not Specified

Claude Neidlinger

Lead Testing

01/28/09 13:04Brainerd MN, 56401

ResultAnalyte BatchReporting Limit Prepared Analyzed Method Flag Units

Casemaker Board

9000013-08 (Substrate)

Total Metals in Substrate

Lead ND ppm 9 9012301 01/27/09 01/27/09 6020

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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Project:

Project Number:

Project Manager:

Reported:

BANG Printing

3323 Oak St. Not Specified

Claude Neidlinger

Lead Testing

01/28/09 13:04Brainerd MN, 56401

Notes and Definitions 

Sample results reported on a dry weight basis

Relative Percent DifferenceRPD

dry

Not ReportedNR

Analyte NOT DETECTED or ABSENT at or above the reporting limitND

Analyte DETECTED or PRESENT at or above the reporting limitDET

Jerry Davies, Laboratory Supervisor

Elemental Research, LLC The results in this report apply to the samples analyzed in accordance with the chain of 

custody document. This analytical report must be reproduced in its entirety.
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